1S09001-2015

REACH

Certifioate nowrzorozooss NO.T52210311961TC Date;OCT 12,2022 No0.T52310270397TC Date;apr 15,2023
TEL: 19166347631 13423947631 WWW.yucores.com.cn
ERE
CUSTOMER
44 Btk
PR
CUS. P/N
P i H
DATE 2025.5.12
RDAWING CUSTOMER APPROVE
2% A7 A i 5%
MADE |CHECKED | APPROVED
W TEL: 0755-27909535 TEL: 19166347631
BITER 2 Email:yucores@yucores.com.cn 13423947631
HY 201202k TOTAL:4 PAGE: 1



KO &E=
SPECIFICATION FOR APPROVAL

B H 3
CUSTOMER DATE 2025.5.12
B ET
ITEM HY CD2139-0730A SERIAL NO .
1.1 BRI e 1. B E . A 20.7 £+ 1.0 mm
SHAPE & DIMENSION(unit/mm): The Sample:: B 3904 + 1.0 mm
A C 7.2 £ 0.5 mm
t oC D
(Core ID) E ':I ':I 9
E
A B v
G
H
SR R T o
2. ELECTRICAL REQUIREMENTS: %%:ﬁﬁiTRUMENT%
0L TEST KHZ 1. Q-METER:
FREQ MHZ OHP 4342A OMQ-172
O Q TEST KHZ 2. L.C.R. METER:
FREQ MHZ OHP 4284A
71= 1000 MIN 25% 7= 1900, MIN 100% 3. IMPEDANCE ANALYZER:
J=V/ - OHP 4396B  OHP4191A OE4991A
_ KHZ _ KHZ I Agilent 16194A-TESTFIXTURE
L3= -~ MHZ Z4= - MHZ
B o 4. L-METER:
ik 2 T iy % OTH 2775B
'IQEMZE HUMIDITY 5. DIGITAL MINI-OHM METER:
M N
WINDING @®0.5x0.5TSx100L(mm) OVP2941A
3 &I\ %ﬁxi
* THE LIMIT OF BREAKAGE:
I H FEHE(E
Item Standard Value
— B o Y T A <1 )
Area of a breakage = lmm
I 6 1 ot
All area of the breakage =<mm
B TR
The depth of the breakage <0.4mm
BRI
The length of burr <0.2mm
(O

4. PACKAGING:
WAESCR I &, SMISER AR, BEASE i Ah MR 2 F A A% B s ih 4 . B L ISR . BBR ).

Inner packing adopts foam plastics box, outer packing adopts carton and each carton should have a qualified
chapter label outside(include the variety, quantity, batch number and inspector).
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T
INSPECTION DATA

C[%:S)?OZM??R EAT%? 2025.5.12 QU%\ZN%TY 10PCS
SEiiﬁ} Afﬁo _ TR RS (B iz k) « BEYIE .

%IET Eﬁ Y CD2T30. 0736 SHAPE & DIMENSION(unit/mm): The Sample::
o ®0.5x0.5TSx100L(mm) @I@c E }

R E R Zl5 2511&?122 223 100% L_. e E

TESTFREQ | /5. Kz [y, _-KHZ A }'—B—"

'I{‘EE[H\J’E{;’ < Hl;{ﬁIDJ%TY T
HH L(];:LLI—}IZ)CTRICI%CI{?LAE:;\(?EERISTICS DIM)_EINSTJI—(()EF;?u"iTinm)
TEST Q| | 21| 72(0) | Z3(0)) Z4(Q)| A B C D E | F

100 | 190 207 | 39.4 | 7.2

+ / / 1.0 | 1.0 | 05

- 0 0 1.0 | 1.0 | 0.5

1 117.2 | 2196 20.70 | 39.13| 8.26

2 117.1 | 2194 20.68 | 39.26| 8.08

3 116.2 | 219.1 20.64 | 39.38| 8.15

4 116.1 | 220.4 20.66 | 39.39| 8.08

5 1165 | 2211 20.59 | 39.40| 8.06

6 116.8 | 2205 20.59 | 39.42| 8.10

7 117.2 | 219.8 20.70 | 39.40| 8.16

8 1169 | 2206 20.66 | 39.18| 8.20

9 116.4 | 2203 20.64 | 39.35| 8.22

10 116.7 | 2204 20.68 | 39.28 | 8.12

X 116.54| 220.48 20.65 | 39.31| 8.14

Y/N Y Y Y Y | Y

ﬁfﬁ%ﬁmlmmm _____ K IN;fREECEiﬁ"ED CH{%C%ED AP%RO%ED

E4991A+16194A
b (@)
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BH 9T - S8 R i &

IMPEDANCE V.S FREQUENCY (Z-Y)

ESREA H
CUSTOMER DATE 2025.5.12
P T
FEFEYE MATERIAL CHARACTERISTICS
Ay b iR B AN BEERE
hBsk MBEMEE  iEgRET Relative ﬁ Saturation R ® Cu%e B X
Mate Initial Relative Temperature Magnetic Flux Reman %M@ Tempera Electrical BB
-rial Permeability | oss Factor Coefficient Density -ence Coercivity —ture Resistivity  Density
Unit u, Tan 6/u, OBy Bs Br HC Tc 0 d
symbol  +20% x10° x10°* (MT) (MT) (A/m) (C) (2 +m) glem’
16 (0.1MHz) 5-10 280(1600A/m) 200 20 >130 >10° 4.6
1000
-
—/
A
100 /
c
~— !
<
v
5 v
T
2. /
= /
[
10
> -
1
1 10 100 500
Frequency(MHz)
TR A -
TESTING CONDITION:
1. EA A il % filt #%
Testing Equipment: E4991A+16194A TESTED CHECKED | APPROVED
2. AR SR ]
Testing Frequency Range: 1-500MHz
3. IR
Testing Coil Specification: ©0.5x0.5TSx100L(mm)
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